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1. The following is a table showing-ggﬁgngd and actual gersp wuial producticon
in fHast Germeny for Karch lﬁﬁé;f‘”‘g;f 4
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: Scrap steel metric tons 154,167 179,96% 1i7
. Cast iron
fregments metric tons 29,167 27,483 G4
Scrap copper metric tons of
copper content 2,250 2,323 103
Scrap aluminum metric tons of
‘ aluminum content 1,000 1,123 1ie
Scrap zine metric tons of
zine coatent 500 487 a7
Scrap leud msiric Usns of
- lead content 317 1052 115
Other non- - :
farrous :
scTap metric tons cf .
metallic content 500 507 101

2. The following table shows plenred 1954 production, Planned and actual first
quarter 1954 production, and percent of fulfiliment for metsl ECLYYe

Item Unig Plan 1954 Plan, First Rctual, Firai Puronnt
. Quarter 1974 tuarier 1954
Scrap stesl metric tons 1,850,000 462,500 467,748 100
Cast irom
fragments metric tons 350,000 87,500 72,482 8z
Scrap copper metric tons of
’ copper content 27,00C 5,750 5,271 78
Serap alumi~ metric tons of
num aluminum
content 12,000 3,000 2,454 82
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Lerup zine rmetric pons of
) zinc conient 4,000 1,500 1,136 0
“eroyp lead mesric tons of
lead content 11,000 2,750 2,327 X
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